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Asbestos Bulk Sample Results

There were several materials observed which are considered “suspect” under US EPA
guidelines. Under current US EPA guidelines for conducting building inspections for ACM,
all "suspect" materials must be assumed to contain asbestos until otherwise determined by
laboratory testing.

The samples of materials suspected of containing asbestos were submitted to Asbestech,
a laboratory located in Rancho Cordova, California. These samples were subsequently
analyzed by polarized light microscopy (PLM) with dispersion staining.

The US EPA NESHAP and SMAQMD uses the terms Regulated Asbestos Containing
Material (RACM), Category I, and Category II when identifying materials which contain
asbestos in amounts greater than 1%. Cal/OSHA uses the term ACCM which indicates a
manufactured construction material contains greater than 0.1% asbestos by weight by the
PLM method. This definition can be found in Title 8, 1529.

A total of 29 bulk samples were collected of all the materials considered to be "suspect"
which were observed during this investigation. Some of those samples contained multiple
layers which were individually analyzed to determine their asbestos content. Analysis of all
samples collected was by PLM with dispersion staining. Results of the analysis are listed
in the following table:
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Suspect  Materials Found NOT TO Cont ain Asbest os or Consi dered Non-Suspect

Sample
ID#’s

Suspect
Material

EPA AHERA
“ Suspected”

ACBM

Asbestos
Content

Location

08A-B White Roof 
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Materials commonly excluded from being suspected for containing asbestos include, but
are not limited to: unwrapped pink and yellow fiberglass insulating materials or products,
foam insulation, bare concrete, wood, metal, plastic, or glass. All other types of building
materials or coatings on the materials listed above are commonly listed as “suspect” and
must be tested prior to impact by a Contractor. Work impacting these untested or newly
discovered materials must cease until an investigation can be completed.
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Entek’s policy is to retain a full copy of these written documents for three (3) years once the
file is closed. At the end of the 3 year period the written files will be destroyed without further
notice. It is suggested copies of the file(s) are maintained as per the District’s policy.

Entek will be providing only this electronic copy of the report and its attachments for your
use. However, if you would like a hard copy of this report please do not hesitate to ask. 
Entek will be happy to mail the report upon receipt of your request.

Thank you for choosing Entek for your environmental needs. Please call me at (916) 632-
6800 if you have any questions regarding this report.

Prepared by:                                                       
Blake Howes
Vice President
Cal/OSHA CAC #13-5015
CDPH I/A Certification #3315

Appendices

A. Asbestos Related Documents
B. Lead Related Documents
C. Backup Documentation
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APPENDIX A
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EntekConsulting Group, Inc.
4200 Rocklin Road, Suite 7

Rocklin CA  95677
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APPENDIX B

LEAD RELATED DOCUMENTS

Ž Bulk Lead Analysis Report From MicroTest

Ž Bulk Lead Material Analysis Request Form for Entek

Ž Lead Bulk Sample Location Drawing

Ž CDPH Lead Hazard Evaluation Report (Form 8552)
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Photo Log 
Job Number: 23-6577 Date: March 2, 2023 





Photo Log 
Job Number: 23-6577 Date: March 2, 2023 
Client: Sacramento City Unified School District 
Site Address: California Middle School – 1600 Vallejo Way, Sacramento, CA 95818 
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East Building North Side with Asphaltic Roofing 
 

 

 
East Building North Side Lower Roof 
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National Voluntary
Laboratory Accred itation Prog ram NV[AP'

SCOPE OF ACCREDITATION TO ISO/IEC 1702522017

ASBESTECH
11151 Sun Center Drive, Suite B

Rancho Cordova, CA 95670
Mr. Tommy Conlon

Phone: 916-481-8902 Fax: 91 6-48 l-3975
Email: asbestech@sbcglobal.net

http ://www. asbestechlab.com

ASBESTOS FIBER ANALYSIS

Bulk Asbestos Analvsis

NVLAP LAB CODE IOI442-O

Description
U.S. EPA's "Interim Transmission Electron Microscopy Analytical Methods-Mandatory and

Nonmandatory-and Mandatory Section to Determine Completion of Response Actions" as found in
40 CFR, Part763, Subpart E, Appendix A.

Description
EPA -- 40 CFR Appendix E to Subpart E of Part 763, Interim Method of the Determination of
Asbestos in Bulk Insulation Samples

EPA 600/R-93/l l6: Method for the Determination of Asbestos in Bulk Buildine Materials

Airborne Asbestos Analvsis

Code
l8/A0l

l8/7F
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